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Monitoring and Analytical Data 
Rico-Argentine Mine Site, 517 Injection Treatability Study 
Update for October 30, 2012 
 
517 Monitoring – 23.5% K2CO3 is being injected at 0.6 gpm; Silver Creek water is being added at 
approximately 23 gpm.  Data are through Thursday 10/25/2012 at 11:45 AM (about 29 days into the test), 
when the probe was pulled due to icing concerns. 

 
 

DR-3A Monitoring – flow rate throughout the test has remained in the range of 605-620 gpm; more recently it 
has been on the lower end of this range. 
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DR-3A Laboratory Analytical Results  
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Comparisons 
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